Prof. Dr. MEHMET TURKER

Kisisel Bilgiler

Is Telefonu: +90 220 287 56
E-posta: mturker@gazi.edu.tr
Web: https://avesis.gazi.edu.tr/14032

Uluslararasi Aragtirmaci ID'leri
ScholarID: aUuv-38AAAA]

ORCID: 0000-0001-7028-0587
ScopusID: 50123456789

Yoksis Aragtirmaci ID: 22949

Biyografi

METALOGRAFi ve UYGULAMALARI Prof. Dr. Mehmet TURKER

METALOGRAFI ve
UYGULAMALARI

Prof. Dr. Mehmet TURKER

Egitim Bilgileri

Doktora, The University of Leeds, Metalurji B6liimii, ingiltere 1989 - 1993
Yiiksek Lisans, Gazi Universitesi, Fen Bilimleri Enstitiisii, Tiirkiye 1986 - 1987
Lisans, Gazi Universitesi, Teknik Egitim Fakiiltesi, Metalurji Egitimi, Tiirkiye 1982 - 1985


tel:+90 220 287 56
https://avesis.gazi.edu.tr/resume/downloadfile/14032?key=3d32f5f2-90c8-412e-97d5-7d990855e038

Yaptig Tezler

Doktora, The Effect of High Temperature Exposure on The Structure And Properties Of Ferritic ODS Alloys, The University of Leeds,
School of Materials , 1993
Yiiksek Lisans, Metalurji egitiminde kristal sistemleri, miller indisleri, elementlerin tanitimi ile metalurji terimleri s6zliigi bilgisayar

programlarmin gelistirilmesi, Gazi Universitesi, Fen Bilimleri Enstitiisii, 1987

Arastirma Alanlari

Miihendislik ve Teknoloji

Akademik Unvanlar / Gérevler

Prof. Dr., Gazi Universitesi, Teknoloji Fakiiltesi, Metalurji Ve Malzeme Miihendisligi, 2002 - Devam Ediyor
Dog. Dr., Gazi Universitesi, Teknik Egitim Fakiiltesi, Metalurji Egitimi, 1996 - 2002

Yrd. Dog. Dr., Gazi Universitesi, Teknik Egitim Fakiiltesi, Metalurji Egitimi, 1993 - 1996

Arastirma Gorevlisi, Gazi Universitesi, Teknik Egitim Fakiiltesi, Metal Egitimi, 1986 - 1993

Akademik idari Deneyim

Rektor Yardimaisy, Gazi Universitesi, 2012 - 2016
Bé6liim Bagkani, Gazi Universitesi, Teknik Egitim Fakiiltesi, Metal Egitimi, 2000 - 2006
Anabilim/Bilim Dah Baskani, Gazi Universitesi, Teknik Egitim Fakiiltesi, 1999 - 2001

Yonetilen Tezler

Tiirker M., Patlama kaynagi ile kaynaklanmis sandvi¢ yapilarin kopiirebilirliginin arastirilmasz si, Yiiksek lisans tezi, Metal Egitimi
Anabilim dali, Gazi Uiiniversitesi Fen Bilimleri Enst. Agustos 2014, Yiiksek Lisans, I.Tugrul(Ogrenci), 2014

TURKER M., Nikel esash metal tozlarinin enjeksiyon kaliplanabilmesi i¢in baglayici sisteminin gelistirilmesi ve sinterlenmesi, Doktora,
U.Gokmen(Ogrenci), 2014

TURKER M., B4C takviyeli ve takviyesiz al esash képiirebilir malzemelerin siirtiinme karigtirma kaynak yontemi ile birlestirilmesi ve
képiirebilirliginin aragtirilmasi, Doktora, A.Uzun(Ogrenci), 2014

TURKER M., Toz metalurjisi yéntemiyle aliiminyum esash ¢inko takviyeli metalik kopiik iiretimi, Yiiksek Lisans, 0.Ceylanoglu(Ogrenci),
2014

TURKER M., toz metalurjisi yontemi ile al esash parcacik takviyeli sandvi¢ metalik képiik iiretimi ve mekanik 6zelliklerinin arastirilmas,
Doktora, H.Ginici(Ogrenci), 2012

Tiirker M., Mekanik alagimlama y6ntemi ile aliminyum esash metalik ko piik iiretilebilirliginin arastirilmasj, Yiiksek Lisans,
Y.PELIT(Ogrenci), 2012

TURKER M., Mekanik alagimlama ydntemi ile aliiminyum esash metalik képiik iiretilebiriliginin arastirilmasi, Yiiksek Lisans,
Y.Pelit(Ogrenci), 2012

Tiirker M., TOZ METALURJiSI YONTEMI iLE ALUMINYUM ESASLI KOPUK SANDVIC YAPI URETIMI, Yiiksek Lisans,
H.DEMIRTAS(Ogrenci), 2010

Tiirker M., Dogalgaz boru hatlarindaki kaynakl birlestirmelerin radyografik muayenesi, Yiiksek Lisans, S.KABA(Ogrenci), 2009
TURKER M., TM YONTEMI iLE ALUMINYUM ESASLI KURESEL SEKILLI METALIK KOPUK URETIMI VE URETIM PARAMETRELERININ
INCELENMES], Yiiksek Lisans, A.UZUN(Ogrenci), 2009

Tiirker M., TM yontemi ile aliiminyum esasl kiiresel sekilli metalik ko piik iiretimi ve liretim parametrelerinin incelenmesi, Yiiksek
Lisans, A.UZUN(Ogrenci), 2009

TURKER M., TOZ METALURJiSi YONTEMI ILE INCONEL 718 SUPERALASIMININ URETIMi VE OZELLIKLERININ ARASTIRILMAS]I,
Yiiksek Lisans, S.GUNEBAKMAZ(Ogrenci), 2007

Tiirker M., Toz metalurjisi, Yiiksek Lisans, S.GUNEBAKMAZ(Ogrenci), 2007

TURKER M., Mekanik alasimlama yéntemi ile Ni esash bir siiperalasimin iiretimi, mikro yapi-mekanik ve oksitlenme &zelliklerinin
aragtirilmasi, Doktora, M.Erdem(Ogrenci), 2007

Tiirker M., Toz metalurjisi yéntemi ile aliiminyum esash metalik kopiik tiretimi, Yiiksek Lisans, H.CINICi(Ogrenci), 2004



Tiirker M., Aliminyum esash kompozitlerde takviye orani ve boyutunun mekanik 6zellikler ve islenebilirlik lizerine etkisinin
aragtirilmasy, Doktora, L.CIFTCI(Ogrenci), 2003

Tiirker M., SiC parcacik takviyeli 7075 aliiminyum alagim matrisli kompozit malzemlerin difiizyon kaynag, Doktora, M.AYDIN(Ogrenci),
2003

Tiirker M., Alasiml Al tozundan toz metalurjisi yontemi ile malzeme iiretimi ve yaslandirma tavrinin irdelenmesi, Yiiksek Lisans,
M.CELIK(Ogrenci), 2003

Tiirker M., Kurt A, Ferritik siiper alasimlarmn siirtiinme kaynagiyla kaynaklanabilirliklerinin arastirilmasi, Doktora, HATES(Ogrenci),
2003

Tiirker M., Orta kalibre top namlularinda nitriirlemenin atis sonrasi kiriklara etkisi, Yiiksek Lisans, A AKGUL (Ogrenci), 1999

KURT A, TURKER M., Gazalty, tozalti ve elektrik ark kaynak yéntemleri ile kaynaklanan numunelerin mikroyapi ve mekanik
ézelliklerinin incelenmesi, Yiiksek Lisans, 0.HALTAS(Ogrenci), 1999

Tiirker M., Metalik baryum-aliiminyum baslangi¢ tozlarinin diisiik sicaklikta oksidasyonu ile aliiminyum matrisli kompozit iiretimi,
Doktora, R.CITAK(Ogrenci), 1998

Tiirker M., Kiiresel grafitli dokme demirde kiirelesme oraninin mekanik 6zelliklere etkisinin incelenmesi, Yiiksek Lisans,
ASOGUT(Ogrenci), 1998

Tiirker M., Demiryollarinda ¢alisan monoblok tekerleklerin ¢aligmalari esnasinda asman kisimlarinin MIG-MAG kaynag ile degisik
elektrod kompozisyonlarinda yapilan dolgu kaynagmnin asinma 6zelliklerinin incelenmesi, Yiiksek Lisans, F.KARATASOGLU(Ogrenci),
1997

Tiirker M., Mig-mag kaynaginda kullanilan argon gazina 02 ve CO2 ilavesinin kaynak metali toklugu ve mikro yapisina etkisi, Yiiksek
Lisans, HATES(Ogrenci), 1996

SCI, SSCI ve AHCI indekslerine Giren Dergilerde Yayinlanan Makaleler

I. AN ANALYSIS OF RHEOLOGICAL PROPERTIES OF INCONEL 625 SUPERALLOY FEEDSTOCKS FORMULATED WITH

BACKBONE BINDER POLYPROPYLENE SYSTEM FOR POWDER INJECTION MOLDING
Gokmen U, Turker M.
ARCHIVES OF METALLURGY AND MATERIALS, sa.4, ss.1937-1944, 2017 (SCI-Expanded)

I. EFFECT OF CUTTING PARAMETERS ON THE DRILLING OF AlSi<sub>7</sub> METALLIC FOAMS
Uzun G., Gokmen U, Cinici H., Turker M.
MATERIALI IN TEHNOLOGIJE, sa.1, ss.19-24, 2017 (SCI-Expanded)

III. Investigation of mechanical properties of tubular aluminum foams
Uzun A, Karakog¢ H., Gokmen U,, Cinici H., Turker M.
INTERNATIONAL JOURNAL OF MATERIALS RESEARCH, cilt.107, sa.11, ss.996-1004, 2016 (SCI-Expanded)

IV. Friction stir welding of foamable AlSi7 reinforced by B4C
UZUN A, Turker M.
INTERNATIONAL JOURNAL OF MATERIALS RESEARCH, cilt.107, sa.6, ss.558-565, 2016 (SCI-Expanded)

V. Mechanical and ballistic properties of powder metal 7039 aluminium alloy joined by friction stir welding
Erdem M, CINiCI H., GOKMEN U., KARAKOC H., Turker M.
TRANSACTIONS OF NONFERROUS METALS SOCIETY OF CHINA, cilt.26, sa.1, ss.74-84, 2016 (SCI-Expanded)

VL. The investigation of mechanical properties of B4C-reinforced AlSi7 foams
UZUN A, Turker M.
INTERNATIONAL JOURNAL OF MATERIALS RESEARCH, cilt.106, sa.9, ss.970-977, 2015 (SCI-Expanded)

VII. THE EFFECT OF B<sub>4</sub>C ADDITION ON PORE MORPHOLOGY OF THE ALSI7 FOAMS
UZUN A, Turker M.
JOURNAL OF THE FACULTY OF ENGINEERING AND ARCHITECTURE OF GAZI UNIVERSITY, sa.3, ss.523-532, 2015 (SCI-
Expanded)
VII. INVESTIGATION OF RHEOLOGICAL PROPERTIES OF FEEDSTOCK USING THE BACKBONE BINDER POLYPROPYLENE

FOR INJECTION MOLDING OF IN718 SUPERALLOY POWDER
GOKMEN U, Turker M.
JOURNAL OF THE FACULTY OF ENGINEERING AND ARCHITECTURE OF GAZI UNIVERSITY, cilt.29, sa.1, ss.165-174, 2014 (SCI-
Expanded)

IX. The Effect of Production Parameters on the Foaming Behavior of Spherical-shaped Aluminum Foam
UZUN A, Turker M.
MATERIALS RESEARCH-IBERO-AMERICAN JOURNAL OF MATERIALS, cilt.17, sa.2, ss.311-315, 2014 (SCI-Expanded)

X. INVESTIGATION OF THE PENETRATION BEHAVIOR OF AlSi7 FOAM, PRODUCED BY POWDER METALLURGY



METHOD, UNDER LOW-VELOCITY IMPACT ENERGIES
Cinici H,, GOKMEN U, Uzun A, KARAKOC H., GODE C., Turker M.
JOURNAL OF THE FACULTY OF ENGINEERING AND ARCHITECTURE OF GAZI UNIVERSITY, cilt.29, sa.2, s5.395-400, 2014 (SCI-
Expanded)
XI. Investigation of Modal Properties of AlSi7 Foam Produced by Powder Metallurgy Technique
UZUN A, GOKMEN U,, CINiCI H., Koruk H., Turker M.
MATERIALS TESTING, cilt.55, s5.598-601, 2013 (SCI-Expanded)
XII. EFFECT OF Al203 ADDITION ON THE FOAMABILITY BEHAVIOUR OF ALUMINUM AND ALUMIX 231 BASED
METALLIC FOAM
GOKMEN U., Turker M.
JOURNAL OF THE FACULTY OF ENGINEERING AND ARCHITECTURE OF GAZI UNIVERSITY, cilt.27, sa.3, ss.651-658, 2012 (SCI-
Expanded)
XIII. An experimental investigation of properties of polyethylene reinforced with Al powders
Chifor V., TEKINER Z., Turker M., Orban R.
JOURNAL OF ZHEJIANG UNIVERSITY-SCIENCE A, cilt.12, sa.8, ss.583-592, 2011 (SCI-Expanded)
XIV. INVESTIGATION OF THE BALLISTIC AND MECHANICAL PROPERTIES OF THE PRE AND POST-WELDED 7039
ALUMINUM ALLOY
Erdem M., Turker M.
JOURNAL OF THE FACULTY OF ENGINEERING AND ARCHITECTURE OF GAZI UNIVERSITY, cilt.26, sa.1, ss.17-26, 2011 (SCI-
Expanded)
XV. The diffusion welding of 7075A1-3%SiC particles reinforced composites
Aydin M., Guerler R, Tuerker M.
PHYSICS OF METALS AND METALLOGRAPHY, sa.2, s5.206-210, 2009 (SCI-Expanded)
XVI. Effect of production parameters on the properties of IN 718 superalloy by three-dimensional printing
Turker M., Godlinski D., Petzoldt F.
MATERIALS CHARACTERIZATION, sa.12, ss.1728-1735, 2008 (SCI-Expanded)
XVII. Production and characterization of in situ Fe-Fe3C composite produced by mechanical alloying
Arik H., Turker M.
MATERIALS & DESIGN, cilt.28, sa.1, ss.140-146, 2007 (SCI-Expanded)
XVIII. Effect of friction pressure on the properties of friction welded MA956 iron-based superalloy
ATES H., Turker M., Kurt A.
MATERIALS & DESIGN, cilt.28, sa.3, s5.948-953, 2007 (SCI-Expanded)
XIX. Dry sliding wear behavior of in situ Al-Al4C3 metal matrix composite produced by mechanical alloying
technique
Arik H,, OZCATALBAS Y., Turker M.
MATERIALS & DESIGN, cilt.27, sa.9, ss.799-804, 2006 (SCI-Expanded)
XX. Formation of porosity in ferritic ODS alloys on high temperature exposure
Turker M.
JOURNAL OF MATERIALS SCIENCE, cilt.40, sa.5, ss.1201-1208, 2005 (SCI-Expanded)
XXI. Weldability of Al4C3-Al composites via diffusion welding technique
Arik H.,, Aydin M., Kurt A,, Turker M.
MATERIALS & DESIGN, cilt.26, sa.6, ss.555-560, 2005 (SCI-Expanded)
XXII. CBN cutting tool wear during machining of particulate reinforced MMCs
Ciftci I., Turker M., Seker U.
WEAR, cilt.257, ss.1041-1046, 2004 (SCI-Expanded)
XXIII. Evaluation of tool wear when machining SiCp-reinforced Al-2014 alloy matrix composites
Ciftci I, Turker M., Seker U.
MATERIALS & DESIGN, cilt.25, sa.3, ss.251-255, 2004 (SCI-Expanded)
XXIV. Investigation of rheological properties of mechanically alloyed and turbula processed composite powder PIM
feedstock by capillar rheometer
Turker M, Karatas C.
POWDER METALLURGY, cilt47, sa.1, ss.49-54, 2004 (SCI-Expanded)
XXV. Effect of production parameters on the structure and morphology of Ag nanopowders produced by inert gas
condensation
Turker M.
MATERIALS SCIENCE AND ENGINEERING A-STRUCTURAL MATERIALS PROPERTIES MICROSTRUCTURE AND PROCESSING,



XXVL

XXVIL

XXVIIL

cilt.367, ss.74-81, 2004 (SCI-Expanded)

The long-term oxidation behaviour of ferritic ODS alloys at 1100-1200 degrees C in air and nitrogen-2% oxygen
Turker M.

CORROSION SCIENCE, cilt41, sa.10, ss.1921-1935, 1999 (SCI-Expanded)

OXIDATION BEHAVIOR OF 3 COMMERCIAL ODS ALLOYS AT 1200-DEGREES-C

TURKER M., HUGHES T.

OXIDATION OF METALS, cilt.44, ss.505-525, 1995 (SCI-Expanded)

THE PERFORMANCE OF FERRITIC ODS ALLOYS AT HIGH-TEMPERATURES IN NITROGEN-CONTAINING
ENVIRONMENTS

TURKER M., CAMA H., HUGHES T.

CORROSION SCIENCE, cilt.37, sa.3, ss.413-428, 1995 (SCI-Expanded)

Diger Dergilerde Yayinlanan Makaleler

L

IL

118

Iv.

VL

VIL

VIIL

IX.

XL

XIL

Toz Metal Al Képiikler: Uretimi, Cegitleri ve Kullanim Alanlar1 Review Article

Tiirker M.

JOURNAL OF POLYTECHNIC-POLITEKNIK DERGIS], cilt.1, sa.1, ss.1-15, 2024 (ESCI)

Kullanim Omriinii Tamamlamig Miihimmatlardan RDX geri Kazaniminin Arastirilmasi, Politeknik dergisi, 2024
(BASIMDA)

Altin S., Kése 0., Metin A. U., Tiirker M.

JOURNAL OF POLYTECHNIC-POLITEKNIK DERGIS], sa.1, ss.1, 2024 (ESCI)

Powder Metal Al Foams: Production, Types and Usage Areas

TURKER M.

JOURNAL OF POLYTECHNIC-POLITEKNIK DERGISI, 2024 (ESCI)

Recovery Studies on RDX from Decommissioned Munitions

Altin S., Kose 0, METIN A. U, TURKER M.

JOURNAL OF POLYTECHNIC-POLITEKNIK DERGISI, 2024 (ESCI)

Influence of binder system and temperature on rheological properties of water atomized 316L powder injection
moulding feedstocks

GOKMEN U., Turker M., CINICI H.

PAMUKKALE UNIVERSITY JOURNAL OF ENGINEERING SCIENCES-PAMUKKALE UNIVERSITESI MUHENDISLIK BILIMLERI
DERGIS], cilt.22, sa.1, ss.31-38, 2016 (ESCI)

Joinability of Particulate Reinforced Alumix 231 Based Composite Materials Produced by Powder Metallurgy
Route

Ates H., Gokmen U,, Cinici H., Uzun A., Karakog¢ H., Tiirker M.

METALLOFIZIKA I NOVEISHIE TEKHNOLOGI], cilt.36, sa.10, ss.1313-1325, 2014 (Scopus)

High temperature oxidation behaviour of a Ni based superalloy produced by mechanical alloying

ERDEM M., TURKER M.

Scientific Research and Essays, cilt.7, sa.48, ss.4123-4129, 2012 (Hakemli Dergi)

Sera 1sitma sistemlerinde kullanilan gelik borularin korozyonu iizerine degisik sera tipleri ve bagil nem etkisinin
aragtirilmasi

KIRATLI N., GULENG B.,, TURKER M.

Korozyon Dergisi, cilt.13, sa.1, ss.28-32, 2005 (Hakemli Dergi)

Manufacturing materials from Al Cu based powders By Powder Metallurgy Method and examining aging
behaviour

TURKER M., GELIK M.

JOURNAL OF POLYTECHNIC-POLITEKNIK DERGIS], cilt.8, sa.3, ss.275, 2005 (Hakemli Dergi)

MA 956 Siiperalasim Malzemesi i¢in Tel Erozyonda isleme Parametrelerinin On Tayini

OZDEMIR A, TURKER M., KARATAS C., GULLU A.

Politeknik Dergisi, cilt.4, ss.7-14, 2002 (Hakemli Dergi)

Asal Gaz Yogunlagtirma Metodu ile Ag Tozlarinin Uretimi Ve Ozelliklerinin Degerlendirilmesi, 26, 147-154
(2002).

TURKER M.

TURKISH JOURNAL OF ENGINEERING AND ENVIRONMENTAL SCIENCES, cilt.26, ss.147-154, 2002 (Hakemli Dergi)

Ba Al Tozlarinin Oksidasyonu ile Kompozitlerde Mekanik Alasimlama Siiresinin Mikroyapiya etkisi



Citak R, Tiirker M., Ken H S.
Tiirkish Journal of Engineering and Environmental Science, cilt.25, ss.205-210, 2001 (Hakemli Dergi)

XIII. Elektrik Ark ve MIG-MAG Kaynaklarinda Degisik Kaynak Parametreleri Altinda Nufuziyetin Belirlenmesi,
ATES H., TURKER M.
GAZI UNIVERSITY JOURNAL OF SCIENCE, cilt.12, sa.3, s5.655-664, 1999 (Hakemli Dergi)

XIV. Endiistride Goriilen Yiiksek Sicaklik Korozyon Tiirleri, Cilt 1, Say1 1, Kasim 1998, sah 1-8.
CITAK R., TURKER M.
JOURNAL OF POLYTECHNIC-POLITEKNIK DERGIS], cilt.1, sa.1, ss.1-8, 1998 (Hakemli Dergi)
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Metalurji Miihendisleri Odas1 Dergisi, ss.32-37, 1998 (Hakemli Dergi)

XVI. Yiiksek Sicaklik Korozyonu ve En Sik Rastlanan Tiirleri Politeknik Dergisi
CITAK R., TURKER M.
Politeknik Dergisi, cilt.1, ss.1-8, 1998 (Hakemli Dergi)

XVIL. Gas Metal Ark Kaynaginda Kullanilan Koruyucu Gazlar ve Bunlarin Metal Transfer Formuna Etkileri,
ATES H., TURKER M.
JOURNAL OF POLYTECHNIC-POLITEKNIK DERGIS], cilt.1, ss.7-11, 1998 (Hakemli Dergi)
XVIII. Mekanik Alasimlama, Cilt 1, Say1 4, Sah 5-8, (1995).

TURKER M.
Endiistriyel Teknolojj, cilt.1, sa.4, ss.5-8, 1995 (Hakemli Dergi)

Kitap & Kitap Boliimleri

I. Metalografi ve Uygulamalari
Tiirker M.
Uyum Ajans, Ankara, 2024
II. Proceedings of the 7th International Powder Metallurgy Conference
Unal R. (Editér), Usta Y. (Editér), Tiirker M. (Editdr), Cogun C. (Editér), Unal H. . (Editér), Giiral A. (Editdr), Bostan B. (Editdr)
Tiirk Toz Metalurjisi Dernegi, Ankara, 2015
III. Proceedings Of The 6th International Powder Metallurgy Conference
Tiirker M. (Editor), Kalkanh A. (Editor), Uslan I. (Editér), Dericioglu A. F. (Editér), Usta Y. (Editér), Demir T. (Editor)
Tiirk Toz Metalurjisi Dernegi, Ankara, 2011
IV. 1 Uluslararasi Kaynak teknolojileri Konferansi Bildiriler Kitabi
KURT A, TURKER M.
Mina Ajans, Ankara, 2009
V. 5. International PM Conference and Exhibition
Tiirker M. (Edit6r)
Uyum Ajans, Ankara, 2008
VI. Toz Metalurjisi ve Pargacikli Malzeme islemleri
TURKER M.
Uyum Ajans, Ankara, 2007
VII. PROCEEDINGS OF THE 4th INTERNATIONAL POWDER METALLURGY CONFERENCE May 18-22, 2005 SAKARYA
UNIVERSITY, SAKARYA, TURKEY
Tiirker M. (Editor)
TTMD , Ankara, 2005

Hakemli Kongre / Sempozyum Bildiri Kitaplarinda Yer Alan Yayinlar

. Production of closed cell aluminium foam as armour support material
TURKER M.
2. Uluslararasi Miihendislik Bilimleri ve Multi disiplinler Yaklasimlar: Kongesi, istanbul, TURKIYE, istanbul, Tiirkiye, 18 Eyliil 2021
II. Al Foams Reinforced With B4C And SiC Particles: Production Process, Characterization, Properties And
Applications, (Invited speech),
TURKER M.



International Conference on Advanced Materials Science and Engineering and High Tech Device Applications (ICMATSE 2020),
October 02 - 04 2020 Ankara / TURKEY, Ankara, Tiirkiye, 2 - 04 Ekim 2020, cilt.1, ss.1-5
IIl. Inconel 625 besleme staoklarinin Reolojik Ozelliklerinin incelenmesi
GOKMEN U., TURKER M.
16 th International Materials Symposium, 12 - 14 Ekim 2016
IV. Wax esash Baglayici sistemi ile hazirlanmis Siiper alasim Inconel 625 Toz enjeksiyon kaliplama besleme
staoklarinin akis davranisi ve sinterlenmesi
GOKMEN U., TURKER M.
16 th International Materials symposium, 12 - 14 Ekim 2016
V. Wax Esash Baglayici Sistemi ile Hazirlanmis Siiperalasim Inconel 625 Toz Enjeksiyon Kaliplama Besleme
Stoklarinin Akig Davranigi ve Sinterlenmesi
GOKMEN U., TURKER M.
16. Uluslararasi Malzeme Sempozyumu, Denizli, Tiirkiye, 12 - 14 Ekim 2016, ss.1848-1859
VI. Inconel 625 Besleme Stoklarinin Reolojik Ozelliklerinin Incelenmesi
GOKMEN U, TURKER M.
16. Uluslararas1 Malzeme Sempozyumu, Denizli, Tiirkiye, 12 - 14 Ekim 2016, ss.898-907
VII. The Effect of Pressing Presure and Temperature on Pore Morphology of The Al7xxx Metallic Foams Produced by
Hot Pressing Method
KIRMIZI G., KARAKOG H., GOKMEN U,, UZUN A,, CINiCI H., TURKER M.
International Multidisciplinary Congress of Eurasia, Odessa, Ukrayna, 11 - 13 Temmuz 2016, cilt.1, ss.445-453
VIIL.  Sicak presleme yontemiyle iiretilen Al7xxx metalik kopiiklerin gozenek morfolojisine presleme basinci ve
sicakligin etkisi
KIRMIZI G., KARAKOG H., GOKMEN U,, UZUN A, CINiCI H., TURKER M.
2. Uluslararasi Multidisipliner Avrasya Kongresi, Odessa, Ukrayna, 11 - 13 Temmuz 2016, ss.569-577
IX. Sicak Presleme Yontemiyle Uretilen Al7xxx Metalik Képiiklerin G6zenek Morfolojisine Presleme Basinci ve
Sicakligin Etkisi
KIRMIZI G., KARAKOG H., UZUN A,, GOKMEN U,, CINiCI H., TURKER M.
INTERNATIONAL MULTIDISCIPLINARY CONGRESS OF EUROSIA, 11 - 13 Temmuz 2016
X. ALUMINUM BASED METALLIC FOAMS PRODUCED VIA POWDER METALLURGY PROCESS
TURKER M.
International Porous and Powder Metallurgy, Syposium and exhibition, 15-18 september 2015, Cesme, izmir, Turkey, fzmir,
Tiirkiye, 15 Ekim 2015, cilt.1, ss.1
XI. ALUMINUM BASED METALLIC FOAMS PRODUCED VIA POWDER METALLURGY PROCESS
TURKER M.
International Porous and Powder Metallurgy, Syposium and exhibition, izmir, Tiirkiye, 15 - 18 Eyliil 2015
XIIl. Production of B4C Reinforced AlSi7 Foamable Composite Materials and Investigation of Their Mechanical
Properties
UZUN A, TURKER M.
International Congress on Engineering and Natural Sciences ICENS 2015, Uskiip, Makedonya, 15 - 19 Mayis 2015, ss.173-181
XIlI. Production of B4C Reinforced AlSi7 Foamable Composite Materials and Investigation of Their Mechanical
Properties
UZUN A, TURKER M.
International Conference on Engineering and Natural Science, Skopje, Makedonya, 15 - 19 Mayis 2015, s5.173-181
XIV. PRODUCTION OF B4C REINFORCED ALUMIX 231 FOAMS BY HOT PRESSING METHODS AND INVESTIGATION OF
THEIR PORE MORPHOLOGY
KARAKOC H., UZUN A,, GOKMEN U., TURKER M.
ULUSLARARASI KATILIMLI 1. SAVUNMA SANAYi SEMPOZYUMU|, Kirikkale, Tiirkiye, 9 - 10 Nisan 2015, ss.100-101
XV. Sicak presleme yontemi ile B4C takviyeli Alumix 231 kopiiklerin iiretimi ve gozenek morfolojisinin incelenmesi
KARAKOC H., GOKMEN U, UZUN A, TURKER M.
1. Savunma Sanayi Sempozyumu, Kirikkale, Tiirkiye, 9 - 10 Nisan 2015, ss.100-101
XVL. SICAK PRESLEME YONTEMI ILE B4C TAKVIYELI ALUMIX 231 KOPUKLERINURETIMi VE GOZENEK
MORFOLOJiSININ INCELENMES{
KARAKOC H., GOKMEN U, UZUN A, TURKER M.
ULUSLARARASI KATILIMLI 1. SAVUNMA SANAYI SEMPOZYUMU, Kirikkale, Tiirkiye, 9 - 10 Nisan 2015, cilt.1
XVIL. T15 Yiiksek hiz geligi tozlari ile hazirlanan besleme stoklarinin reolojik 6zelliklerinin arastirilmasi
GOKMEN U., TURKER M.



XVIIL

XIX.

XXIL.

XXIIL

XXIV.

XXV.

XXVI.

XXVIL

XXVIIL

XXIX.

XXXI.

XXXIL

XXXIIL.

2. Uluslararasi Demir Celik Sempozyumu (IISS’15), Karabiik, Tiirkiye, 1 - 03 Nisan 2015, s5.94-99

INVESTIGATIN OF RHEOLOGICAL PROPERTIES OF T15 POWDERS FEEDSTOCKS USED FOR PRODUCTION OF HIGH
SPEED STEELS

GOKMEN U., TURKER M.

2. Uluslar aras1 Demir Celik Sempozyumu, Karabiik, Tiirkiye, 1 - 03 Nisan 2015, cilt.94

Ferritic oxide dispersion strengthened superalloys, The Second International Iron and Steel Symposium
(1ISS’15) 1-3 April 2015 Karabuk University, Karabuk, Turkey (Invited speaker)

TURKER M.

The Second International Iron and Steel Symposium (1ISS’15) 1-3 April 2015 Karabuk University, Karabuk, Turkey, Karabiik,
Tiirkiye, 01 Nisan 2015, cilt.1

Ferritic oxide dispersion strengthened superalloys

TURKER M.

The Second International Iron and Steel Symposium, Kirikkale, Tiirkiye, 1 - 03 Nisan 2015

Farkl Yiizey Alanina Sahip Toz Metal Pargalarin Sinterleme Sonrasi Ozelliklerinin Karsilastirilmasi

ALTUNTAS 0., GOKMEN U., GURAL A, CINiCi H., TURKER M.

7. Uluslararasi Toz Metalurjisi Konferansi ve Sergisi, Ankara, Tiirkiye, 24 - 28 Haziran 2014, ss.42-43

Sicak Presleme Yontemi ile Uretilen TiB2 ilaveli AZ91 Magnezyum Alagimh Kompozitlere Presleme Basincinin
Etkisi

Gode C., Cinici H., Kirmizi G., Tiirker M.

7th International Powder Metallurgy Conference & Exhibition, Ankara, Tiirkiye, 24 - 28 Haziran 2014, ss.243-246

AlSi7 Képiiklerin Gézenek Morfolojisi Uzerine B4C ilavesinin etkisi

UZUN A, TURKER M.

7. Uluslararasi Toz Metalurjisi Konferansi ve Sergisi, Ankara, Tiirkiye, 24 - 28 Haziran 2014, ss.173-174

5 B4C Pargacik Takviyeli 316L Matrisli Kompozit Uretiminde Presleme Sicakliginin Kompozit Ozelliklerine Etkisi
Altuntas 0., Gokmen U, Giiral A,, Cinici H., Tiirker M.

7th INTERNATIONAL POWDER METALLURGY CONFERENCE EXHIBITION, Ankara, Tiirkiye, 24 - 28 Haziran 2014, ss.102-103
Determination of Welding Defects on Fillet Welded Joints And Their Conparative Investigation,

ATES H., KURT A, TURKER M, Kili¢ A. T., Kocabag H. E., UYGUR 1.

3. Uluslar Arasi Kaynak Teknolojileri Konferansi ve Sergisi(1066-1073) 21-23 Mayis 2014, Manisa, Tiirkiye, 21 - 23 Mayis 2014,
ss.1066-1073

Toz metaliirjisi yontemi ile iiretilmis kopiirebilir AlSi7 malzemelerin siirtiinme karistirma kaynaginda dénme
hi1zinin birlegsebilirlige etkisi

UZUN A, TORKER M., TURKER TOKAN N., TURK A. S., KIZILAY A., ERKMEN B.

3. International Conference on Welding Technologies and Exhibition, Manisa, Tiirkiye, 21 - 23 Mayis 2014, ss.456-464
Investigation of the Weldability of A1203 Reinforced Alumix 231 Based Composite Materials Produced by
Powder Metallurgy Route

GOKMEN U,, KARAKOG H., ATES H., TURKER M.

EURO PM2012, Basel, isvi(;re, 16 - 19 Eyliil 2012, s5.465-470

B4C Takviyeli Aliminyum Képiiklerin Képiirme Ozelliklerinin Arastirilmas

GOKMEN U., KARAKOC H., UZUN A, TURKER M.

6. Uluslararasi Toz Metalurjisi konferansi ve Sergisi, Ankara, Tiirkiye, 5 - 09 Ekim 2011, s5.69-72

SiC ilavesinin Alumix 231 Esash Metalik Képiigiin Képiirme Ozelliklerine Etkisi

GOKMEN U., KARAKOC H,, CINiCI H., TURKER M.

6. Uluslararasi Toz Metalurjisi Konferansi ve Sergisi, Ankara, Tiirkiye, 5 - 09 Ekim 2011, ss.787-792

7039 5083 Aliiminyum alagimlarinin kaynak 6ncesi sonrasi mekanik ve mikroyap1 6zelliklerinin arastirilmasi
ERDEM M., TURKER M.

Kaynak teknolojisi VIIL Ulusal kongre ve sergisi, Ankara, Tiirkiye, 18 - 19 Kasim 2011

AlSi7 AlSi14 ve AlSi14Cu4.5 Karisim Tozlardan Aliiminyum Sandvi¢ Képiik Uretilebilirliginin Arastirilmasi
DEMIRTAS H., TURKER M.

6. International Powder Metallurgy Conference &amp; Exhibition, Ankara, Tiirkiye, 5 - 09 Ekim 2011

TM Yéntemiyle Biiyiik Yiizey Alanh Metalik Képiik Uretiminde Képiirebilirlik Problemleri

BAHCECI E., 0ZCATALBAS Y., TURKER M.

6th International Powder Metallurgy Conference Exhibition, 5 - 09 Ekim 2011, ss.253-260

MEKANiK ALASIMLANMIS Al203 TAKViYELI Al1Si7Mg0,6 ESASLITOZLARDAN METALIK KOPUK URETIMI VE
OZELLIKLERINININCELENMESI

Pelit Y., Tiirker M.



XXXIV.

XXXV.

XXXVI.

XXXVIL

XXXVIIL

XXXIX.

XL.

XLL

XLIL

XLIIL

XLIV.

XLV.

XLVIL.

XLVIL

XLVIIL

XLIX.

6. ULUSLARARASI TOZ METALURJiSI KONFERANSI ve SERGISI, Ankara, Tiirkiye, 5 - 09 Ekim 2011

AlSi7Mg0,6 Esash Sandvig Metalik Képiigiin Kopiirme Ozelliklerinin Belirlenmesi

TURKER M,, GINICI H.

6. ULUSLARARASI TOZ METALUR]iSI KONFERANSI ve SERGISI, 5 - 09 Ekim 2011

Farkli siirelerde mekanik alagimlanan nikel esash siiperalasim tozun karakterizasyonu

ERDEM M., TURKER M.

6th International powder metallurgy conference, Ankara, 5 - 09 Ekim 2011

SiC iILAVESININ ALUMIX 231 ESASLI METALIK KOPUGUN KOPURME OZELLiKLERINE ETKILERI

GOKMEN U,, KARAKOG H., CINiCI H., TURKER M.

6. ULUSLARARASI TOZ METALURJiSI KONFERANSI ve SERGISI, 5 - 09 Ekim 2011

TM Yontemiyle AlSiMg Alasim Metalik Képiik Uretimi icin Gelistirilen Preform Malzeme Uretim Siirecinin
Karekterizasyonu

BAHCECI E., 0ZCATALBAS Y., TURKER M.

6th International Powder Metallurgy Conference Exhibition, Ankara, Tiirkiye, 5 - 09 Ekim 2011, ss.797-801

Toz metalurjisi yontemi ile iiretilen kiiresel sekilli aliminyum kopiikte kopiirtme sicakliginin ve TiH2 igeriginin
kopiirme davranisi iizerine etkisi

UZUN A, TURKER M.

6. Uluslararasi Toz Metalurjisi Konferansi ve Sergisi, Ankara, Tiirkiye, 5 - 09 Ekim 2011, ss.315-321

TOZ METALURJiSi YONTEMIYLE URETILEN KOPUREBILIR PREFORM MALZEMELERIN TIG KAYNAGI iLE
BIRLESTIRILMESi VE KOPUREBILIRLIGININ ARASTIRILMASI

UZUN A, GINICI H.,, KARAKOG H., TURKER M.

6. ULUSLARARASI TOZ METALURJiSI KONFERANSI ve SERGISI, 5 - 09 Ekim 2011

Toz Metal Al Képiik Malzemelerin KépiirtmeOncesi Saplama Kaynag ile Birlegtirilmesi

PELIT Y., KURT A, TURKER M., AYATA A.

6th International Advanced Technologies Symposium, 16 - 18 Mayis 2011

TOZ METAL AL MALZEMELERIN KOPURTME ONCESi SAPLAMA KAYNAGI iLE BIRLESTIiRiLMESi

PELIT Y., AYATA A, KURT A, TURKER M.

6 TH INTERNATIONAL ADVANCED TECHNOLOGIES SYMPOSIUM( IATS11), Elaz1g, Tiirkiye, 16 - 18 Mayis 2011, ss.132-135
Mechanical, Thermal and Electrical Properties of Acrilonitril Butadiene Styrene (ABS) Composites Filled with
Bronze Powder

Chifor V., Orban R. L., TEKINER Z., Turker M.

4th International Conference on Powder Metallurgy, RoPM 2009, Craiova, Romanya, 8 - 11 Temmuz 2009, cilt.672, ss.179-180
Thermal, Mechanical and Electrical Properties of High Density Polyethylene Composites Reinforced with Copper
Powder

Chifor V., Orban R, TEKINER Z., Turker M.

4th International Conference on Powder Metallurgy, RoPM 2009, Craiova, Romanya, 8 - 11 Temmuz 2009, cilt.672, s5.191-192
Production of Ceramics Reinforced Al Foams by Powder Metallurgy Techniques

Turker M.

4th International Conference on Powder Metallurgy, RoPM 2009, Craiova, Romanya, 8 - 11 Temmuz 2009, cilt.672, ss.39-46
Microstructure and mechanical properties of commercially pure aluminum joined by oxy-hydrogen gas welding,
ATES H., CAKIR M. E,, KURT A, TURKER M., UYGUR 1.

52. Welding conference. Advanced welding Technologies(19-21 October 2010) Glivice. Translated to Polish and published in
Biuletyn Instytutu Spawalnictwa w Gliwicach Nr4/2011 Rocznik 55 pp 52:, Glivice, Polonya, 19 - 21 Ekim 2010

Production of Sandwich Foam by Using Diffusion Welding Technique

CINICI H., BAHCECI E., ATES H., TURKER M.

PM2010 World Congress - Foams Porous Materials, 10 - 14 Ekim 2010

Effect of Foaming Duration and Temperature on the Foamability Behaviour of AlSi7Mg0.6 Sandwich

CINICI H, TURKER M.

PM2010 World Congress - Foams Porous Materials, 10 - 14 Ekim 2010

Production of Ceramic reinforced Al foams by PM Techniques

TURKER M.

1st International Workshop “Innovation and Evolution by R&amp;d - SMEs Strategic Partnership” 10-12 September, 2009.
Bucharest - Romania, Bucharest, Romanya, 10 Ekim 2009, cilt.1, ss.1

Procuction Of Ceramics Reinforced Al Foams By Powder Metallurgy Techniques

TURKER M.

4th International Conference on Powder Metallurgy (RoPM 2009), 8-11 July 2009, Craiova, ROMANIA, Published in MSF journal,



LL

LIL

LIIL

LIV.

LV.

LVL

LVIL

LVIIL

LIX.

LX.

LXL

LXIL

LXIIL

LXIV.

LXV.

Romanya, 08 Temmuz 2009, cilt.1, ss.1

Toz Metalurjisi YOntemi ile Uretilen Al Esash Metalik Kopiikte Si ilavesinin Képiirmeye Etkisi

UZUN A, GOKMEN U., TURKER M.

5. Uluslararasi ileri Teknolojiler Sempozyumu (1ATS’09), Karabiik, Tiirkiye, 13 - 15 Mayis 2009, ss.1003-1006

Toz metalurjis1 yontemi ile iiretilen aliminyum esasl metalik kopiikte Si ilavesinin képiirmeye etkisi

UZUN A, GOKMEN U., TURKER M.

5. Uluslararasi ileri Teknolojiler Sempozyumu, Karabiik, Tiirkiye, 13 - 15 Mayis 2009, ss.1003-1006

Toz Metalurjisi Yontemi ile Uretilen Aliiminyum Esasli Metalik Kopiikte Si ilavesinin Képirmeye Etkisi
TURKER M.

5. Uluslararasi ileri Teknolojiler Sempozyumu (IATS’09), 13-15 Mayis 2009, Karabiik, Tiirkiye, Karabiik, Tiirkiye, 13 Mayis 2009,
cilt.1, ss.1-6

Investigation of Mechanical Properties of Al Si Alloy SiCp Composites Produced by Powder Metallurgy
GUNAY M., BAHGECI E., SEKER U., TURKER M.

5th Internatiaonal Powder Metalurgy Congress, 8 - 12 Aralik 2008, ss.1180-1186

Investigation of the effect of Al1203 adition on the foambility behaviour of aluminium based metallic foam
produced by PM techniques

GOKMEN U,, GINiCI H., 0ZCATALBAS Y., TURKER M.

5. Uluslararasi Toz Metalurjisi Konferansi, 8 - 12 Ekim 2008

Al203 Takviyeli Metalik Képiige Kopiirme Sicakligl ve Kopiirtiicii Madde Miktarinin Etkisinin Arastirilmasi
GOKMEN U., 0ZCATALBAS Y., TURKER M.

5. Uluslararasi Toz Metalurjisi Konferansi, Ankara, Tiirkiye, 8 - 12 Ekim 2008, ss.822-828

Effect of deformation rate and temperature on the secondary recrystalisation behavior and mechanical
properties of a nickel based superalloy

Erdem M,, Tiirker M.

5th International powder metallurgy conference, Ankara, Sakarya, Tiirkiye, 8 - 12 Ekim 2008, s5.729-742

EFFECT OF DEFORMATION RATE AND FOAMING DURATION ON THE PROPERTIES OF SPHERICAL ALUMINUM
FOAM PRODUCED BY POWDER METALLURGY

UZUN A, GiNICI H., TURKER M.

5. International Powder Metallurgy Conference, 8 - 12 Ekim 2008

Toz metalurjisi yontemi ile iiretilen aliminyum esash kiiresel sekilli metalik kopiikte SiC ilavesinin kdopiirmeye
etkisi

UZUN A, TURKER M.

5th International Powder Metallurgy Conference, Ankara, Tiirkiye, 8 - 12 Ekim 2008, ss5.808-814

Mekanik alagimlama yéntemi ile iiretilen Ni esash siiperalasimin oksitlenme 6zelliklerinin arastirilmasi
Erdem M, Tiirker M.

5th International powder metallurgy conference, Ankara, Sakarya, Tiirkiye, 8 - 12 Ekim 2008, ss.743-751

INVESTIGATON OF THE EFFECT OF Al203 ADITION ON THE FOAMABILITY BEHAVIOUR OF ALUMINUM BASED
METALLIC FOAM PRODUCED BY PM TECHNIQUE

GOKMEN U,, GiNICI H.,, 0ZCATALBAS Y., TURKER M.

5. international Powder Metallurgy Conference, 8 - 12 Ekim 2008

Effect of production parameters on the properties of Ni based superalloy powder produced by mechanical
alloying

Erdem M, Tiirker M.

5th International powder metallurgy conference, Ankara, Sakarya, Tiirkiye, 8 - 12 Ekim 2008, ss.717-728

Investigation of mechanical properties of SiCp Al Si composites produced by powder metallurgy

GUNAY M., BAHGECI E., SEKER U., TURKER M.

5th International Powder Metallurgy Conference, Ankara, Tiirkiye, 8 - 12 Eyliil 2008, ss.1180-1186

Evaluation of cutting tool performance when machining SiCp Al Si composites produced by powder metallurgy
CIFTGI I, TURKER M., SEKER U.

5th International Powder Metallurgy Conference, Ankara, Tiirkiye, 8 - 12 Eyliil 2008, ss.946-953

Effects of Foaming Agent and Boron Carbide Additions on the Foamability Behavior of Al Based Metallic Foam
Produced by Powder Metallurgy

TURKER M,, GINICI H., GOKMEN U., UZUN A., SARITAS S.

Powder Metallurgy World Congress 2008, Washington, Kiribati, 8 - 12 Haziran 2008, ss.271-277

EFFECTS OF FOAMING AGENT AND BORON CARBIDE ADDITIONS ON THE FOAMABILITY BEHAVIOUR OF AL
BASED METALLIC FOAM PRODUCED BY POWDER METALLURG



LXVL

LXVIL

LXVIIL

LXIX.

LXX.

LXXIL

LXXIL

LXXIIL

LXXIV.

LXXVL

LXXVIIL

LXXVIIL

LXXIX.

LXXX.

TURKER M,, CINICI H, GOKMEN U, UZUN A, Saritas S.

2008 World Congress on Powder Metallurgy, 8 - 12 Haziran 2008

Distorsion Tendencies in welded steel lattice beams

OZCATALBAS Y., TURKER M., VURAL H. .

9th Interbational Conference on Engineering Structureal Integrity Assessment, Beihang University, Beijing, China, Beijing, Cin, 15
- 19 Ekim 2007, ss.847-850

Distortion tendencies in welded steel lattice beams

OZCATALBAS Y., Turker M., Vural H. L.

9th International Conference on Engineering Structural Integrity Assessment, Beijing, Cin, 15 - 19 Ekim 2007, ss.847-849
Effect of cutting tool materials on surface roughness and cutting forces in machining of Al-Si3N4 composite
produced by powder metallurgy

OZCATALBAS Y., Bahceci E., Turker M.

Power Metallurgy World Congress and Exhibition 2006, Busan, Giiney Kore, 24 - 28 Eyliil 2006, s5.869-870

Farkh siirelerde mekanik alagimlanan nikel esash siiperalagim tozun karakterizasyonu

ERDEM M., TURKER M.

13th International Metalurgy& Materials congress, istanbul, 9 - 11 Kasim 2006

TM YONTEMI iLE URETIiLEN AL ESASLI METALIiK KOPUGE DEFORMASYON MiKTARININ ETKiSINiN ARASTIRILM
ASI

CiNici H., TURKER M.

13th International Metallurgy Materials Congress ¢ 13. Uluslararasi Metalurji ve Malzeme Kongresi, 9 - 11 Kasim 2006

TM iLE URETILEN AL ESASLI METALIK KOPUKTE BOR OKSIT iLAVESININ KOPORMEYE ETKIiSININ
ARASTIRILMASI

TURKER M,, CINICI H., Giinebakmaz S., GULEN H.

13th International Metallurgy Materials Congress ¢ 13. Uluslararasi1 Metalurji ve Malzeme Kongresi, 9 - 11 Kasim 2006
Effect of Cutting tool Materilas on the Surface Rougness and Cutting Force in Machining of Al-Si3N4 Composite
Produced By Powder Metalurgy,

OZCATALBAS Y., BAHCECI E, TURKER M.

2006 PM Word Conference, Material Science, 24-28 September 2006 BEXCO, Busan, Korea, (Material Science Form Vols. 534-
536, Part 2 (2007), pp 869-872., Busan, Giiney Kore, 24 - 28 Eyliil 2006

Effect of Tool Material on Chip Formation in The Machining of Al Si3N4 Composites

BAHCECI E., OZCATALBAS Y., TURKER M.

Advances in Materials and Processing Technologies, Las Vegas, Amerika Birlesik Devletleri, 30 Temmuz - 03 Eyliil 2006
Rapid Prototyping of Inconel Alloys by Direct Metal Sintering and Three Dimensional Printing, 2-5 October
2005,

TURKER M., Godlinski D., Petzoldt F.

Proc. Euro PM2005, European Powder Metallurgy Association, prag, Cek Cumhuriyeti, 2 - 05 Ekim 2005, cilt.3, s5.93-98
Effect of oxygen content on the properties and electrical conductivity of Ag nanopowders produced by IGC,
TURKER M.

Third International Conference on Powder Metallurgy RoPM 2005, Sinaia, Romania,(Invited Paper), 7-9 July 2005 pp 91-98,
Siena, Romanya, 07 Temmuz 2005, ss.0-10

A review of processing and machinability of particulate reinforced metal matrix composites

CIFTCI i, TURKER M., SEKER U.

3rd International Conference Exibition on Powder Metallurgy (RoPM), SINAiA, Romanya, 7 - 09 Temmuz 2005, ss.339-356
EFFECTS OF FOAMING DURATION ON THE FOAMABILITY OF Al BASED METALLIC FOAMS BY PM

CiNici H., TURKER M.

4th International Powder Metallurgy Conference, 18 - 22 Mayis 2005

Effect of Reinforcing Volume Fraction on the Cutting Force and Surface Roughness of Al-SiC Composite
Produced by PM Technique,

AKORAL E., TURKER M., 0ZCATALBAS Y.

PM 2004 Powder Metallurgy World Congress and Exhibition, 17-21st October 2004, Vienna, Austria, Vol 2, p 323-328, Vianna,
Avusturya, 17 - 21 Ekim 2004

Friction Welding of MA956 Iron Based Superalloy,

ATES H., TURKER M., KURT A.

PM 2004 World Congress, Vienna Austria, Vol. 2,317-322 (17-21 October 2004)., Vien, Avusturya, 17 Ekim 2004, ss.317-322
Production of Ni based Superalloys by Rapid Prototyping

TURKER M.



IFAM aragtirma merkezinde (Almanya-Bremen) Ogretim Elemanlarina ve Toz Metalurjisi Grubuna Davetli Seminer, Bremen,
Almanya, 01 Eyliil 2004
LXXXI. Laboratuar Boyutlu Siirtinme Kaynak Cihazi Tasarimi ve imalati
ATES H., TURKER M., KURT A.
IIL. Uluslar arasi ileri Teknolojiler Sempozyumu, Ankara, 146-153 (18-20 Agustos 2003)., Ankara, Tiirkiye, 18 Agustos 2003,
ss.146-153
LXXXIl. Influence of W/0 Content on dc-Conductivity of Ag-nanopowders,
Gunther B., Mehlich ], TURKER M.
PM2TEC 2002 World Congress on PM&amp;Particulates Materials, Orlondo, Florida, USA 1-45/51, Orlando, Amerika Birlesik
Devletleri, 21 Haziran 2002
LXXXIII. B3 Dry Sliding Wear Resistance of Mechanically Alloyed MA 956 Compopsite Material
Kihinc Y., GERCEKCIOGLU E., TURKER M., ODABAS D.
Balkantrib’02, 4 th Int.Conference on Tribology, Kayseri, Tiirkiye, 12 - 14 Haziran 2002
LXXXIV. 1. M.Tiirker, C.Karatag, S.Saritag, Comparation of Flow Behaviours of Mechanically Alloyed and Turbola
Processed Powder PIM Feedstock By Capillar Rheometer
TURKER M., KARATAS (., SARITAS S.
Powder Metallurgy Word Congress, 12-16 November 2000, Kyoto-Japan, p 1745-1748., Kyoto, Japonya, 12 Kasim 2002 - 16
Kasim 2000
LXXXV. Production of Iron Based Superalloys By Mechanical Alloying Techniques
KILING Y., TURKER M., SARITAS S.
Powder Metallurgy Word Congress, 12-16 November 2000, Kyoto-Japan, p 1701-1704, Kyoto, Japonya, 12 Kasim 2000
LXXXVI. Investigation of the Mechanical Properties of in’situ A14C3 Rainforced Al Based Composites By Mechanical
Alloying Techniques,
ARIK H,, TURKER M., SARITAS S.
Powder Metallurgy Word Congress, 12-16 November 2000, Kyoto-Japan, p 1713-1716, Kyoto, Japonya, 12 Kasim 2000 - 16
Kasim 0200
LXXXVII. Properties of Ag Nanopowders Synthesised in Inert Gas/Oxygen Mixtures”
TURKER M.
IFAM aragtirma merkezinde (Almanya-Bremen) Ogretim Elemanlarina ve Toz Metalurjisi Grubuna Davetli Seminer, Bremen,
Almanya, 01 Eyliil 2000
LXXXVIII. Effect of Milling Time on the Microstructure of Al SiC Composite Powders
TURKER M., 0ZDEMIR A. T., 0GEL B., BOSTAN B.
Second International Conference on Powder Metallurgy, Romanya, 6 - 08 Temmuz 2000, ss.609-614
LXXXIX. Tiirkiye’de Toz Metalurjisinin Durumu,
TURKER M.
10. Uluslar arasi Metalurji ve Malzeme Kongresi, 24-28 Mayis 2000, ISTANBUL, Cilt 3, sah 1699-1712, Prof. Dr. S.Saritas ile
beraber, Do¢.Dr. M.Tiirker tarafindan sunuldu, istanbul, Tiirkiye, 24 - 28 Mayis 2000
XC. Sirtinme Kaynag
ATES H., KURT A, TURKER M.
TMMOB Kaynak Teknolojisi 2. Kongre ve sergisi, Tiirkiye, 16 - 18 Kasim 1999, ss.125-132
XCl. MIG/MAG Kaynaginda Gaz Karigimlarinin Kaynak Metali Mikroyapisi ve Niifuziyetine Etkisinin Aragtirilmasi
ATES H., TURKER M.
IWTS"98 Uluslar arasi Kaynak Teknolojisi Konferansi, istanbul, 26-37, (3-5 Haziran 1998)., Tiirkiye, 03 Haziran 1998, s5.26-37
XCIl. MIG-MAG Kaynaginda Argon Gazina Oksijen ve Karbondioksit flavesinin Kaynak Metali Mekanik Ozelliklerine
Etkisinin Arastirilmasi
ATES H., TURKER M.
9. Uluslararas1 Metalurji ve Malzeme Konferans, istanbul, Cilt 2, 963-970, (11-15 Haziran 1997)., Istanbul, Tiirkiye, 11 Haziran
1997, cilt.2, s5.963-970
XCIIL.  Saf Demir Tozlarindan Sikistirilan TM Pargalarin Diisiik Karbonlu Celige MiG Kaynag ile Kaynatilabilirliliginin
Arastirilmasi
KURT A, TURKER M., GULENC B.
1. Ulusal Toz Metalurjisi Konferansi, Ankara, Tiirkiye, 16 - 17 Eyliil 1996, ss.595-602
XCIV. Ferritik Siiperalagimlarda Yiizey Piiriizliiligiiniin Alumina Filminin Kirilma Tavrina Etkisi
TURKER M., KURT A.
1. Ulusal Toz Metalurjisi Konferansi, Ankara, Tiirkiye, 16 - 17 Eyliil 1996, cilt.265
XCV. Toz Metalurjisi Metodu ile Uretilmis Bakir Yataklarin Asinma Ozellikleri



KURT A, TURKER M,, S S.
1. Ulusal Toz Metalurjisi Konferansy, Ankara, Tiirkiye, 16 - 17 Eyliil 1996, ss.419-427
XCVI. Elektrik Ark ve MIG/MAG Kaynaginda Sertlige Etki Eden Parametrelerin Arastirilmasi
ATES H., TURKER M.
10. Uluslararasi1 Metalurji ve Malzeme Konferansi, istanbul, Cilt II, 24-28 (Mayis 2000)., Tiirkiye, 24 Mayis 2000, cilt.2

Desteklenen Projeler

TURKER M., Yiiksekdgretim Kurumlar1 Destekli Proje, Bor Karbiir Takviyeli ve Takviyesiz Al Esash Képiirebilir Malzemelerinin
Siirtinme Karistirma Kaynak Yontemi ile Birlestirebilirliginin Arastirilmasi, 2012 - 2014

TURKER M,, Yiiksekdgretim Kurumlar1 Destekli Proje, TM YONTEMI ILE AL BAZLI BC TAKVIYELI SANDWICH METALIK KOPUK
URETIMI, BALISTIK VE MEKANIK OZELLIKLERININ ARASTIRILMASI, 2010 - 2012

Cinici H., Okuyucu H., Oz¢atalbas Y., Tiirker M., TUBITAK Projesi, TM Yéntemiyle AL Esash Bor Karbiir ve Seramik Pargacik Takviyeli
Metalik Ko piik Uretimi ve Integral Zirh Malzemesi Olarak Performansmin Degerlendirilmesi, 2007 - 2009

TURKER M, Yiiksekdgretim Kurumlar1 Destekli Proje, Metal Egitimi ve Malzeme Biliminde Bilgisayar Uygulamalar: (Modelleme,
Simiilasyon ve Bilgisayar Destekli Tasar1 ve imalat), 2004 - 2007

TURKER M,, Yiiksekdgretim Kurumlar1 Destekli Proje, Al Bazh Metalik K6 piik Uretimi, 2003 - 2006

TURKER M,, CB Strateji ve Biitce Baskanl (Kalkinma Bakanligr) Projesi, MEKANIK ALISIMLAMA YONT.NI VE FE BAZ.SUP.AL.URT.,
2003 - 2004

TURKER M., Yiiksekdgretim Kurumlar1 Destekli Proje, SiC Parcacik Takviyeli Al Matrisli Kompozit Malzemelerin Difiizyon Kaynak
yontemi ile Birlestirilerek Ara Yiizeylerinin Incelenmesi, 2002 - 2004

TURKER M, Yiiksekdgretim Kurumlar1 Destekli Proje, Laboratuvar boyutlu siirtiinme kaynak cihazh tasarim imalat ve cesitli
malz.siirtiinme kaynagi ile test edilmesi, 2000 - 2002

TURKER M, Yiiksekdgretim Kurumlar1 Destekli Proje, Ferritik siiper alasim malzemelerinin katihal birlestirme teknigi uygulamalari,
1998 - 1998

TURKER M,, Yiiksekdgretim Kurumlar1 Destekli Proje, ODS siiper alagim iiretimi i¢in mekanik alagimlarina degirmeni tasarimi, 1997 -
1997

TURKER M,, Yiiksekdgretim Kurumlari Destekli Proje, Toz metalirjisi ydntemi ile iiretilen bronz yataklarinin gelik malzemeye difiizyon
yontemi ile kaynagi, 1996 - 1996

Metrikler

Yaymn: 176

Atf (WoS): 639

Atf (Scopus): 777
H-indeks (WoS): 11
H-indeks (Scopus): 11

Akademi Dis1 Deneyim

Universite, Fraunhofer Institut Angewandte Materialforschung - IFAM (Bremen-Almanya), Powder Metallurgy Department
Universite, 16 Haziran-30 Eyliil 2000 Fraunhofer Institut Angewandte Materialforschung - IFAM (Bremen-Almanya), Powder
Metallurgy Department



	Prof. Dr. MEHMET TÜRKER
	Kişisel Bilgiler
	Biyografi
	Eğitim Bilgileri
	Yaptığı Tezler
	Araştırma Alanları
	Akademik Unvanlar / Görevler
	Akademik İdari Deneyim
	Yönetilen Tezler
	SCI, SSCI ve AHCI İndekslerine Giren Dergilerde Yayınlanan Makaleler
	Diğer Dergilerde Yayınlanan Makaleler
	Kitap & Kitap Bölümleri
	Hakemli Kongre / Sempozyum Bildiri Kitaplarında Yer Alan Yayınlar
	Desteklenen Projeler
	Metrikler
	Akademi Dışı Deneyim

