
Prof. GÜLFEM ERGÜN
Personal InformationOffice Phone:  +90 203 419 1 Email:  gulfem@gazi.edu.trOther Email:  ergungulfem@yahoo.comWeb:  https://avesis.gazi.edu.tr/gulfem
International Researcher IDs  ScholarID: MWe88vMAAAAJ ORCID: 0000-0001-9981-5522 Publons / Web Of Science ResearcherID: G-6667-2011 ScopusID: 56264666600 Yoksis Researcher ID: 9348
Education InformationDoctorate, Gazi University, Diş Hekimliği Fakültesi, Klinik Bilimler Bölümü, Turkey 1992 - 1998Undergraduate, Ankara University, Diş Hekimliği Fakültesi, Turkey 1981 - 1986
Foreign LanguagesEnglish, B2 Upper Intermediate
DissertationsDoctorate, Farklı yöntemlerle polimerize edilen bazı akrilik rezinlerin biolojik uyumlarının in vitro incelenmesi, GaziUniversity, Diş Hekimliği Fakültesi, Klinik Bilimler Bölümü, 1998
Research AreasHealth Sciences
Academic Titles / TasksProfessor, Gazi University, Diş Hekimliği Fakültesi, Klinik Bilimler, 2013 - ContinuesProfessor, Mersin University, Faculty Of Dentıstry, 2016 - 2019Associate Professor, Gazi University, Diş Hekimliği Fakültesi, Klinik Bilimler, 2007 - 2013Assistant Professor, Gazi University, Diş Hekimliği Fakültesi, Klinik Bilimler, 2002 - 2007Lecturer PhD, Gazi University, Diş Hekimliği Fakültesi, Klinik Bilimler, 1998 - 2002Research Assistant, Gazi University, Diş Hekimliği Fakültesi, Klinik Bilimler, 1996 - 1998
Academic and Administrative Experience

tel:+90 203 419 1


Mersin University, Diş Hekimliği Fakültesi, 2017 - 2019Mersin University, Diş Hekimliği Fakültesi, 2017 - 2019Mersin University, Diş Hekimliği Fakültesi, 2016 - 2019Mersin University, Diş Hekimliği Fakültesi, 2016 - 2019Mersin University, Diş Hekimliği Fakültesi, 2017 - 2017Gazi University, Diş Hekimliği Fakültesi, Klinik Bilimler Bölümü, 2009 - 2012
CoursesLab Uygulama (2. sınıf), Undergraduate, 2017 - 2018Diş Hekimliği Tarihi (1.sınıf), Undergraduate, 2017 - 2018Protetik Diş Tedavisi (2. sınıf), Undergraduate, 2017 - 2018Diş Morfolojisi (1. sınıf), Undergraduate, 2017 - 2018Lab Uygulama (1. sınıf), Undergraduate, 2017 - 2018Maddeler Bilgisi (1.sınıf), Undergraduate, 2017 - 2018Kron Köprü Restorasyonlarında Renk Seçimi, Doctorate, 2016 - 2017Dental Materyallerin Biyolojik Uyumunun Değerlendirilmesinde Kullanılan Test Yöntemleri, Doctorate, 2016 - 2017İmplant Üst Yapıları, Doctorate, 2016 - 2017Poliklinik Hasta Başı Değerlendirilmesi, Doctorate, 2016 - 2017Klinik Devam Eden Hasta, Doctorate, 2016 - 2017İmplant Doku İlişkisi, Doctorate, 2016 - 2017
Advising ThesesErgün G., CAD/CAM ile üretilen PMMA esaslı protez kaide materyaline uygulanan farklı yüzey işlemlerinin tamirbağlanma dayanımı üzerine etkisi, Doctorate, Z.Erbulak(Student), ContinuesErgün G., PEEK, PEKK, FİBER VE ZİRKONYUM OKSİT’DEN ÜRETİLMİŞ POST-KOR MATERYALLERİNİN BAĞLANMADAYANIMLARININ DEĞERLENDİRİLMESİ, Doctorate, Ş.Köle(Student), ContinuesErgün G., Dental seramik ve PEKK ’nin bağlanma dayanımına farklı yüzey işlemlerinin etkisinin değerlendirilmesi, DentalSpecialty, B.Tekli(Student), 2021ERGÜN G., Zirkonya seramik, lityum disilikat cam seramik ve zirkonya ile güçlendirilmiş lityum silikat cam seramiklereuygulanan farklı yüzey işlemlerinin, kompozit rezinlerin tamir bağlanma dayanımı üzerine etkisi, Doctorate,A.SEDA(Student), 2016ERGÜN G., The Effect Of Dıfferent Surface Treatments On Repaır Bond Strength Of Resın Composıte To Zırconıa Ceramıc,Lıthıum Dısılıcate Glass Ceramıc And Zırconıa Reınforced Lıthıum Sılıcate Glass Ceramıc, Doctorate, A.Seda(Student),2016ERGÜN G., Zirkonyanın farklı yüzey işlemleri sonrası rezin siman ile bağlantısının değerlendirilmesi, Doctorate,I.KEÇİK(Student), 2015ERGÜN G., Evaluation of fracture strength of tooth restored with different post and core materials, Doctorate,B.MURAT(Student), 2013ERGÜN G., Evaluation of dentin bond strengths of glass ceramics reinforced with leucite by different light sources andadhesive systems, Doctorate, I.Çekiç(Student), 2008ERGÜN G., Farklı ışık kaynakları ve bağlayıcı sistemleri ile lösitle güçlendirilmiş cam seramiklerin dentine bağlanmadayanımının değerlendirilmesi., Doctorate, I.ÇEKİÇ(Student), 2008
Published journal articles indexed by SCI, SSCI, and AHCII. Evaluation of the Bond Strength of Polyetherketoneketone to  Dental Ceramic 



Tekli B., Ergun G.The journal of adhesive dentistry, vol.24, no.1, pp.445-457, 2022 (SCI-Expanded)II. Influence of Surface Conditioning on Bonding Polyetherketoneketone to  Dental Ceramic ERGÜN G., Tekli B.ECS JOURNAL OF SOLID STATE SCIENCE AND TECHNOLOGY, vol.11, no.9, 2022 (SCI-Expanded)III. Impact o f different fixed dental prostheses on radiation dose in helical tomotherapy as measured    with metal oxide semiconductor field-effect transistor dosimetry  Us S. B., Ataol A. S., ERGÜN G.ORAL SURGERY ORAL MEDICINE ORAL PATHOLOGY ORAL RADIOLOGY, vol.133, no.6, pp.716-724, 2022 (SCI-Expanded)IV. Antibiofilm Activity, Glucose Absorption, and Surface Roughness of Two Denture LinersIncorporated with Carbon NanoparticlesAtaol A. S., Ergün G., Genç R., Saraç N., Baygar T., Uğur A.ECS JOURNAL OF SOLID STATE SCIENCE AND TECHNOLOGY, vol.11, no.2, 2022 (SCI-Expanded)V. The effects o f adding fluorescent carbon nanoparticles on various mechanical properties o f denture  linersAtaol A. S., ERGÜN G., ÇEKİÇ NAGAŞ I., Alas M. O., Genc R.Dental Materials Journal, vol.40, no.3, pp.573-583, 2021 (SCI-Expanded)VI. Effect o f Short-Term Aging on the Flexural Strength of a Novel Experimental CAD/CAM Fiber- Reinforced Composite Material: A Pilot StudyÇekiç Nagaş I., Nagas E., Eğilmez F., Ergün G., Vallittu P. K., Lassila L.INTERNATIONAL JOURNAL OF PROSTHODONTICS, vol.33, pp.523-526, 2020 (SCI-Expanded)VII. Surface treatment effects on bond strength of CAD/CAM fabricated posts to  root canal dentin Ahmet S. O., EĞİLMEZ F., ERGÜN G., ÇEKİÇ NAGAŞ I.AMERICAN JOURNAL OF DENTISTRY, vol.32, no.3, pp.113-117, 2019 (SCI-Expanded)VIII. Physical characteristics o f ceramic/glasspolymer based CAD/CAM materials: Effect o f finishing and   polishing techniquesEKİCİ M. A., EĞİLMEZ F., ÇEKİÇ NAGAŞ I., ERGÜN G.JOURNAL OF ADVANCED PROSTHODONTICS, vol.11, no.2, pp.128-137, 2019 (SCI-Expanded)IX. Functional denture soft liner with antimicrobial and antibiofilm properties BAYGAR T., UĞUR A., SARAÇ N., Bald U., ERGÜN G.JOURNAL OF DENTAL SCIENCES, vol.13, no.3, pp.213-219, 2018 (SCI-Expanded)X. Is Low-level Laser Therapy and Gaseous Ozone Application Effective on Osseointegration ofImmediately Loaded Implants?Karaca İ. R., Ergun G., Ozturk D. N.NIGERIAN JOURNAL OF CLINICAL PRACTICE, vol.21, no.6, pp.703-710, 2018 (SCI-Expanded)XI. The effects o f adding various ratios o f zirconium oxide nanoparticles to  poly(methyl methacrylate)   on physical and mechanical propertiesERGÜN G., Sahin Z., Ataol A. S.JOURNAL OF ORAL SCIENCE, vol.60, no.2, pp.304-315, 2018 (SCI-Expanded)XII. Effects o f surface treatments on repair  bond strength of a new CAD/CAM ZLS glass ceramic and two  different types of CAD/CAM ceramicsAtaol A. S., ERGÜN G.JOURNAL OF ORAL SCIENCE, vol.60, no.2, pp.201-211, 2018 (SCI-Expanded)XIII. Repair  bond strength of resin composite to  bilayer dental ceramics  Ataol A. S., ERGÜN G.JOURNAL OF ADVANCED PROSTHODONTICS, vol.10, no.2, pp.101-112, 2018 (SCI-Expanded)XIV. Load-bearing capacity o f novel resin-based fixed dental prosthesis materials ÇEKİÇ NAGAŞ I., EĞİLMEZ F., ERGÜN G., Vallittu P. K., Lassila L. V. J.DENTAL MATERIALS JOURNAL, vol.37, no.1, pp.49-58, 2018 (SCI-Expanded)XV. Comparative co lor and surface parameters o f current esthetic restorative CAD/CAM materials 



EĞİLMEZ F., ERGÜN G., ÇEKİÇ NAGAŞ I., Vallittu P. K., Lassila L. V. J.JOURNAL OF ADVANCED PROSTHODONTICS, vol.10, no.1, pp.32-42, 2018 (SCI-Expanded)XVI. Does artificial aging affect mechanical properties o f CAD/CAM composite materials EĞİLMEZ F., ERGÜN G., ÇEKİÇ NAGAŞ I., Vallittu P. K., Lassila L. V. J.JOURNAL OF PROSTHODONTIC RESEARCH, vol.62, no.1, pp.65-74, 2018 (SCI-Expanded)XVII. Bond strength of fiber posts and short fiber-reinforced composite to  root canal dentin fo llowing     cyclic loading Nagas E., ÇEKİÇ NAGAŞ I., EĞİLMEZ F., ERGÜN G., Vallittu P. K., Lassila L. V. J.JOURNAL OF ADHESION SCIENCE AND TECHNOLOGY, vol.31, no.13, pp.1397-1407, 2017 (SCI-Expanded)XVIII. L ight Transmission of Novel CAD/CAM Materials and Their  Influence on the Degree of Conversion of  a Dual-curing Resin CementEĞİLMEZ F., ERGÜN G., ÇEKİÇ NAGAŞ I., Vallittu P. K., Lassila L. V. J.JOURNAL OF ADHESIVE DENTISTRY, vol.19, no.1, pp.39-48, 2017 (SCI-Expanded)XIX. Micro-shear bond strength of different resin cements to  ceramic/glass-polymer CAD-CAM block materialsÇEKİÇ NAGAŞ I., ERGÜN G., EĞİLMEZ F., Vallittu P. K., Lassila L. V. J.JOURNAL OF PROSTHODONTIC RESEARCH, vol.60, no.4, pp.265-273, 2016 (SCI-Expanded)XX. Effect o f different surface treatments on bond strength of recycled brackets to  feldspathic porcelain   KAYGISIZ E., EĞİLMEZ F., ERGÜN G., Yuksel S., ÇEKİÇ NAGAŞ I.JOURNAL OF ADHESION SCIENCE AND TECHNOLOGY, vol.30, no.1, pp.45-55, 2016 (SCI-Expanded)XXI. Effects o f surface treatments on the shear bond strength of luting cements to  zirconia   Buyukhatipoglu I. K., SEÇİLMİŞ A., ERGÜN G.JOURNAL OF ADHESION SCIENCE AND TECHNOLOGY, vol.30, no.22, pp.2439-2452, 2016 (SCI-Expanded)XXII. Implant-Supported Prosthetic Rehabilitation of a Patient with Localized Severe Attrition: A ClinicalReportÇEKİÇ NAGAŞ I., ERGÜN G.JOURNAL OF PROSTHODONTICS-IMPLANT ESTHETIC AND RECONSTRUCTIVE DENTISTRY, vol.24, no.4, pp.322-328, 2015 (SCI-Expanded)XXIII. Effects o f fly ash and boric acid on Y2O3-stabilized tetragonal ZrO2 dispersed with MgAl2O4: An  experimental study on rat subcutaneous tissueERGÜN G., GÜRÜ M., EĞİLMEZ F., ÇEKİÇ NAGAŞ I., Yilmaz D.ANNALS OF ANATOMY-ANATOMISCHER ANZEIGER, vol.199, pp.23-29, 2015 (SCI-Expanded)XXIV. Osseointegration of fiber-reinforced composite implants: Histo logical and ultrastructural   observationsBallo A. M., Cekic-Nagas I., ERGÜN G., Lassila L., Palmquist A., Borchardt P., Lausmaa J., Thomsen P., Vallittu P. K.,Narhi T. O.DENTAL MATERIALS, vol.30, no.12, 2014 (SCI-Expanded)XXV. Factors affecting the mechanical behavior o f Y-TZP EĞİLMEZ F., ERGÜN G., ÇEKİÇ NAGAŞ I., Vallittu P. K., Lassila L. V. J.JOURNAL OF THE MECHANICAL BEHAVIOR OF BIOMEDICAL MATERIALS, vol.37, pp.78-87, 2014 (SCI-Expanded)XXVI. Full-Mouth Rehabilitation of a Patient with Severe Deep Bite: A Clinical ReportERGÜN G., Yucel A. S.JOURNAL OF PROSTHODONTICS-IMPLANT ESTHETIC AND RECONSTRUCTIVE DENTISTRY, vol.23, no.5, pp.406-411, 2014 (SCI-Expanded)XXVII. Effect o f Surface Modification on the Bond Strength between Zirconia and Resin Cement EĞİLMEZ F., ERGÜN G., ÇEKİÇ NAGAŞ I., Vallittu P. K., Ozcan M., Lassila L. V. J.JOURNAL OF PROSTHODONTICS-IMPLANT ESTHETIC AND RECONSTRUCTIVE DENTISTRY, vol.22, no.7, pp.529-536, 2013 (SCI-Expanded)XXVIII. The effect o f post length and core material on root fracture with respect to  different post materials    Kaya B. M., ERGÜN G.ACTA ODONTOLOGICA SCANDINAVICA, vol.71, no.5, pp.1063-1070, 2013 (SCI-Expanded)



XXIX. F lorid cemento  osseous dysplasia   Report o f a case documented with clinical   radiographicbiochemical and histo logical findings  Kutluay Köklü H., Çankal D. A., Bozkaya S., Ergün G., Barış E.JOURNAL OF CLINICAL AND EXPERIMENTAL DENTISTRY, vol.5, no.1, pp.58-61, 2013 (SCI-Expanded)XXX. Micro-shear bond strength of resin cement to  dentin after  application of desensitizing toothpastes  Bavbek A. B., Goktas B., ÇEKİÇ NAGAŞ I., EĞİLMEZ F., ERGÜN G., Eskitaşcıoğlu G.ACTA ODONTOLOGICA SCANDINAVICA, vol.71, pp.952-956, 2013 (SCI-Expanded)XXXI. Effect o f Platelet-Rich Plasma on the Outcome of Early Loaded Dental Implants: A 3-Year Follow-up  StudyERGÜN G., EĞİLMEZ F., Cekic-Nagas S., KARACA İ. R., Bozkaya S.JOURNAL OF ORAL IMPLANTOLOGY, vol.39, pp.256-263, 2013 (SCI-Expanded)XXXII. Functional and Esthetic Rehabilitation of a Patient with Amelogenesis Imperfecta ERGÜN G., Kaya B. M., EĞİLMEZ F., ÇEKİÇ NAGAŞ I.JOURNAL OF THE CANADIAN DENTAL ASSOCIATION, vol.79, 2013 (SCI-Expanded)XXXIII. L ight transmittance of zirconia as a function of thickness and microhardness of resin cements under  different thicknesses o f zirconia ÇEKİÇ NAGAŞ I., EĞİLMEZ F., ERGÜN G., Kaya B.MEDICINA ORAL PATOLOGIA ORAL Y CIRUGIA BUCAL, vol.18, no.2, 2013 (SCI-Expanded)XXXIV. Bond strength of self-adhesive resin cements to  dentin after  antibacterial and chelating so lution   treatmentEĞİLMEZ F., ERGÜN G., ÇEKİÇ NAGAŞ I., Vallittu P. K., Lassila L. V. J.ACTA ODONTOLOGICA SCANDINAVICA, vol.71, no.1, pp.22-31, 2013 (SCI-Expanded)XXXV. Influence of cement thickness on the bond strength of tooth-colored posts to  root dentin after  thermal cyclingEĞİLMEZ F., ERGÜN G., ÇEKİÇ NAGAŞ I., Vallittu P. K., Lassila L. V. J.ACTA ODONTOLOGICA SCANDINAVICA, vol.71, no.1, pp.175-182, 2013 (SCI-Expanded)XXXVI. Short and long term effects o f additional post curing and polishing systems on the color change of  dental nano-compositesEĞİLMEZ F., ERGÜN G., ÇEKİÇ NAGAŞ I., Vallittu P. K., Lassila L. V. J.DENTAL MATERIALS JOURNAL, vol.32, no.1, pp.107-114, 2013 (SCI-Expanded)XXXVII. Implant-Prosthetic Rehabilitation of a Patient with Nonsyndromic Oligodontia: A Clinical ReportERGÜN G., ÇEKİÇ NAGAŞ I.JOURNAL OF ORAL IMPLANTOLOGY, vol.38, no.1, pp.497-503, 2012 (SCI-Expanded)XXXVIII. Estimation of the surface gloss o f dental nano composites as a function of co lor measuring geometry    EĞİLMEZ F., ERGÜN G., ÇEKİÇ NAGAŞ I., Vallittu P. K., Lassila L. V. J.AMERICAN JOURNAL OF DENTISTRY, vol.25, no.4, pp.220-226, 2012 (SCI-Expanded)XXXIX. Comparison of light transmittance in different thicknesses o f zirconia under various light curing    unitsÇEKİÇ NAGAŞ I., EĞİLMEZ F., ERGÜN G.JOURNAL OF ADVANCED PROSTHODONTICS, vol.4, no.2, pp.93-96, 2012 (SCI-Expanded)XL. Ion release from metal-ceramic alloys in three different media  Mutlu-Sagesen L., ERGÜN G., KARABULUT E.DENTAL MATERIALS JOURNAL, vol.30, no.5, pp.598-610, 2011 (SCI-Expanded)XLI. Effect o f different light curing methods on mechanical and physical properties o f resin-cements   polymerized through ceramic discsÇEKİÇ NAGAŞ I., ERGÜN G.JOURNAL OF APPLIED ORAL SCIENCE, vol.19, no.4, pp.403-412, 2011 (SCI-Expanded)XLII. Effect o f reduced exposure times on the cytotoxicity o f resin luting cements cured by high-power led    ERGÜN G., EĞİLMEZ F., Yilmaz S.JOURNAL OF APPLIED ORAL SCIENCE, vol.19, no.3, pp.286-292, 2011 (SCI-Expanded)XLIII. The cytotoxicity o f resin composites cured with three light curing units at different curing distances 
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