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The International Aluminium-Themed Engineering and Natural Sciences Conference in Seydisehir/TURKEY
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THE INTERNATIONAL ALUMINIUM-THEMEDENGINEERING AND NATURAL SCIENCES CONFERENCE“IATENS-
2019”, Konya, Tiirkiye, 4 - 06 Ekim 2019, ss.567-571

Structural Characterization of AZ91 Mg with Different Production Parameters

ALBAYRAK S., DANACI i, CINiCI H., GOKMEN U.
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