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Shear Bond Strength between Orthodontic Brackets and Monolithic 4Y-TZP: An In Vitro Study.
Cakir E., Duman A. N,, Yildirim A. Z., Cevik P.

Materials (Basel, Switzerland), vol.16, no.14, 2023 (SCI-Expanded)

Using Peek as a Framework Material for Maxillofacial Silicone Prosthesis: An In Vitro Study.
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Polymers, vol.15, no.12, 2023 (SCI-Expanded)

Effect of Home Bleaching Agents on Color Stability and Surface Roughness of Hybrid Ceramics: An in
vitro study
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Effects of smoking on the bone alkaline phosphatase in peri-implant crevicular fluid and implant
stability quotient around implants before loading
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Effect of argon plasma and Er:YAG laser on tensile bond strength between denture liner and acrylic
resin
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The Effect of Silica and Prepolymer Nanoparticles on the Mechanical Properties of Denture Base
Acrylic Resin
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Effect of different types of disinfection solution and aging on the hardness and colour stability of
macxillofacial silicone elastomers
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Effect of self and dual-curing on degree of conversion and crosslink density of dual-cure core build-
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Candida albicans strains isolated from HIV positive subjects
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Influence of gag reflex on dental attendance, dental anxiety, self-reported temporomandibular

disorders and prosthetic restorations
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Anxiety level of dental PhD and specialty program students in Turkey About covid 19 pandemic
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UNVER S., YILDIRIM A. Z., GELIKTEN DEMIREL S.

CLINICAL AND EXPERIMENTAL HEALTH SCIENCES, 2023 (Peer-Reviewed Journal)

IMPLANT DESTEKLI PROTEZLERIN BASARISINDA OKLUZYONUN YERI

YILDIRIM A. Z., oral f., emine H.

Selcuk Dental Journal, 2022 (Peer-Reviewed Journal)

Dental Seramiklerde Yiizey Piiriizliligi

oral f, YILDIRIM A. Z.

ADO Klinik Bilimler Dergisi (online), vol.11, no.1, pp.103-107, 2022 (Peer-Reviewed Journal)

Effect of Surface Finishing Methods and Aging on Surface Roughness and Color Stability of Hybrid
Ceramic

UNVER S.,, MANDALI G., YILDIRIM A. Z., OFLEZER 0.

ADO Klinik Bilimler Dergisi (online), vol.11, no.1, pp.25-31, 2022 (Peer-Reviewed Journal)

Preeruptive Intracoronal Resorption in Multiple Teeth: An Unusual Case Series

Peker I, Yildirim A. Z.,, Bagc1 N., Unver S., Zor Z.F.

Tiirkiye Klinikleri Dis Hekimligi Bilimleri Dergisi, vol.28, no.1, pp.212-217, 2022 (Peer-Reviewed Journal)
In-Vitro Cytotoxicity of White Vinegar: Effects of Different Concentrations

YILDIRIM A. Z,, YILMAZ S., BAGCI N., PEKER 1.

Journal of Gazi University Health Sciences Institute, vol.4, no.1, pp.18-20, 2022 (Peer-Reviewed Journal)
Farkli soliisyonlarin ve polisajin gecici kuron materyallerinin renk degisimi izerine etkisiEffects of
different solutions and polishing on the color stability of temporary crown materials
Duman A. N,, Cevik P., Oral i, Yildirim Bicer A. Z., Aydmn C.

Selcuk Dental Journal, vol.8, no.3, pp.685-692, 2021 (Peer-Reviewed Journal)

Evaluation of Undergraduate Students' Anxiety Level About Covid-19 Pandemic Process
YILDIRIM A. Z,, Unver S, GUNDUZ T.

Gazi Universitesi Saglk Bilimleri Enstitiisii Dergisi, vol.3, no.3, pp.91-104, 2021 (Peer-Reviewed Journal)
implant Konulu YouTube Videolarinin Degerlendirilmesi

Yildirm A. Z., Zor Z. F., Baga N., Peker I.

ADO Klinik Bilimler dergisi, vol.10, no.3, pp.186-192, 2021 (Peer-Reviewed Journal)

Evaluation of flexural properties and dynamic mechanical analysis of glass fiber-reinforced
polyamide resin

UNVER S., YILDIRIM A. Z.
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EUROPEAN ORAL RESEARCH, vol.55, no.3, pp.116-123, 2021 (ESCI)

Farkl soliisyonlarin ve polisajin gegici kuron materyallerinin renk degisimi iizerine etkisi

DUMAN A. N,, GEVIK P., ORAL I, YILDIRIM A. Z., AYDIN C.

Selcuk Dental Journal, vol.8, no.3, pp.685-692, 2021 (Peer-Reviewed Journal)

Microtensile bond strength and failure type analysis of selfetch adhesive systems on superficial and
deep dentin after long-term water storage Andlise de resisténcia de adesdao a microtragio e tipo de
falha de sistemas adesivos autocondicionantes em dentina superficial e profunda apés
armazenamento longitudinal em agua

CEVIK P, YILDIRIM A. Z., ARTVIN Z., Ozcan M.

Brazilian Dental Science, vol.23, no.4, pp.1-12, 2020 (Scopus)

Microtensile Bond Strength and Failure Type Analysis of Self-Etch Adhesive Systems on Superficial
and Deep Dentin After Long-term Water Storage

CEVIK P, YILDIRIM A. Z., ARTVIN Z., mutlu 6.

Brazilian Dental Science, vol.23, no.4, pp.12, 2020 (Scopus)

Dental protez kullanicilarinda hijyen aligkanliklari, protez stomatiti ve dis hekiminin rolii

YILDIRIM A. Z., ZOR Z. F., PEKER 1.

selguk dental journal, 2020 (Peer-Reviewed Journal)

Multidisciplinary Treatment of anUntreated Young Adult Patient with Unilateral Complete Cleft Lip
and Palate case report

ISIK ASLAN B., KUCUKKARACA E., ATAC M. S, YILDIRIM BICER A. Z., UCUNCU N.

Turkish Orthodontic Journal, 2016 (Peer-Reviewed Journal)

Multidisciplinary Treatment of an Untreated Young Adult Patient with Unilateral Complete Cleft Lip
and Palate

Aslan B,, Kucukkaraca E., ATAC M. S, Yildirim-Bicer A. Z., UCONCU N.

TURKISH JOURNAL OF ORTHODONTICS, vol.28, no.3, pp.96-102, 2015 (ESCI)

Nadir goriilen Axenfeld Rieger sendromu olgu bildirimi

PEKER i, YILDIRIM BiCER A. Z,, BOZKAYA E., TORAMAN ALKURT M,, SADIK E., KAYAOGLU G.

Acta Odontologica Turcica, vol.31, no.3, pp.143, 2014 (Peer-Reviewed Journal)

Evaluation of total and partial edentulous jaws using panoramic radiography.

PEKER I, TORAMAN ALKURT M,, YILDIRIM BICER A. Z.

Atatiirk Univ Dis Hek Fak Der, 2014 (Peer-Reviewed Journal)

A rare clinical presentation of Axenfeld Rieger syndrome case report

PEKER I, YILDIRIM BICER A. Z., BOZKAYA E.,, TORAMAN ALKURT M., SADIK E., KAYAOGLU G.

Acta Odontol Turc, 2014 (Peer-Reviewed Journal)

In vitro cytotoxicity of indirect composite resins Effect of storing in artificial saliva

Yildirim Biger A. Z., Ergiin G., Egilmez F., Demirkdpriili H.

Indian Journal of Dental Research, vol.24, no.1, pp.81, 2013 (Scopus)

Papillon Lefevre syndrome Report of two cases in the same family

YILDIRIM BICER A. Z., PEKER i, DEMIREL 0.

Cumbhuriyet Dent ], 2012 (Peer-Reviewed Journal)

Sabit Bolimlii Protez Alasimina Karsi Gelisen Oral Likenoid Lezyonlar

ERGUN G., KAYA B. M., EGILMEZ F., YILDIRIM BiCER A. Z.

Turkiye Klinikleri ] Dental Sci, vol.18, no.1, pp.137-143, 2012 (Peer-Reviewed Journal)

Zirkonyumla Giiclendirilmis Seramikler ve Dental implantolojide Kullanimi

EGILMEZ F., YILDIRIM BiCER A. Z., ERGUN G.

Cumbhuriyet Dental Journal, vol.13, no.2, pp.72-80, 2010 (Scopus)
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Etiology of Secondary Caries in Prosthodontic Treatments



Yildirim Biger A. Z., Unver S.
in: Dental Caries: Diagnosis, Prevention and Management, Ziihre Akarslan, Editor, InTech Open, London, pp.35-54,
2018
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I. Peel Bond Strength Between Maxillofacial Silicone Prostheses and PEEK
(;EViK P, YILDIRIM A. Z,, Demir E. H,, Gonder A, Kiat-Amnuay S.
AADOCR '023 Annual Meeting Portland USA, United States Of America, 15 March 2023
II. silikon
YILDIRIM A. Z., CEVIK P., emine H., Béliim A.
tpid, Turkey, 29 November 2021
IIl. Amelogenezis imperfektali Bir Hastasinin Protetik Rehabilitasyonu: Olgu Sunumu
UNVER S., YILDIRIM A. Z.
1. Geng Akademisyenler kongresi, Turkey, 20 - 22 February 2020
IV. YouTube’da dis implanti ile ilgili videolarin incelenmesi: Pilot ¢alisma
YILDIRIM A. Z., ZOR Z. F., PEKER 1.
1. Geng Akademisyenler Kongresi, Turkey, 20 - 21 February 2020
V. Iki Kardeste izlenen Familyal Oligodonti: Olgu Sunumu
CIFTCI G. F,, PEKER 1., ZOR Z. F., YILDIRIM A. Z.
1. gen¢ akademisyenler Kongresi, Turkey, 20 - 21 February 2020
VL. Beyazlatma ajanlarinin hibrit seramik materyalde renk ve yiizey piiriizliiliigiine etkisi
UNVER S., YILDIRIM BICER A. Z.
Tiirk Dishekimleri Birligi 25. Uluslararasi Dis Hekimligi Kongresi, istanbul, Turkey, 4 - 07 September 2019
VIL. YUZEY BITIRME ISLEMLERININ HiBRiD SERAMiK MATERYALDE YUZEY PURUZLULUGU VE RENK
STABILITESINE ETKisi
MANDALI G., UNVER S,, YILDIRIM BICER A. Z.
TDB 25. ULUSLARARASI Di$ HEKIMLIGI KONGRES], istanbul, Turkey, 4 - 07 September 2019
VIII. Effect of surface finishing methods on color stability of hybrid ceramic material.
unver s., YILDIRIM BICER A. Z.
Tiirk Dishekimligi Birligi 25. Uluslararasi Dishekimligi Kongresi, 4 - 07 September 2019
IX. Effect of Bleaching Agents on color stability and surface roughness of hybrid ceramics. Tirk
Dishekimligi Birligi 25. Uluslararasi Dishekimligi Kongresi 4-7 Eyliil 2019, istanbul
Senem U,, YILDIRIM BICER A. Z.
Tiirk Dishekimligi 25. Uluslararasi Dishekimligi Kongresi, 4 - 07 September 2019
X. Giglendirilmis poliamid rezin materyalinin biikiilme dayaniminin ve dinamik mekanik 6zelliklerinin
degerlendirilmesi
UNVER S, YILDIRIM BICER A. Z.
25. Izmir Dishekimleri Odas1 Uluslararasi Bilimsel Kongre ve Sergisi, 9 - 11 November 2018
XI. Yiizey islemlerinin yumusak astar ve akrilik resinin baglanma dayanimina etkisi
UNVER S, YILDIRIM BiCER A. Z., MESE A, BAYRAM C.,, DENKBAS E. B.
Tiirk Dishekimleri Birligi 24. Uluslararasi Dighekimligi Kongresi, Ankara, Turkey, 27 - 30 September 2018
XIl. Effects of Smoking on the Implant Stability Quotient Measurements and the Level of Bone Alkaline
Phosphatase in Periimplant Crevicular Fluid around Implants before Functional Loading.
TUTER G., DUMAN A. N,, YILDIRIM BICER A. Z., ALIYEV B., KURTI$ M. B.
Euro Perio 9, 9th Congress of the European Federation of Periodontology, Amsterdam, Netherlands, 20 - 23 June
2018
XIll. farkli dezenfeksiyon ajanlarinin ve yaslandirma isleminin renklendirilmis maksillofasiyal silikon
elastomerin sertlik ve renk stabilitesi iizerine etkisi
CEVIK P., YILDIRIM BICER A. Z.
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Tiirk Dis Hekimligi Birligi 23. uluslararasi dis hekimligi kongresi, 21 - 24 September 2017

Farkli Dezenfeksiyon Ajanlarinin ve Yaslandirma isleminin Renklendirilmis Maksillofasiyal Silikon
Elastomerin Sertlik ve Renk Stabilitesi Uzerine Etkisi.

CEVIK P, YILDIRIM BICER A. Z.

TDA international 23. dental conress, 21 - 24 September 2017

Farkl ilavelerin akrilik rezinin mekanik 6zelliklerine etkisi

CEVIK P, YILDIRIM BICER A. Z.

TPID 22. Uluslararasi kongresi-12-15 Kasim 2015., 12 - 15 November 2015

Gegici protez materyallerinin renk stabilitesi lizerinde polisajin etkisi

DUMAN A. N,, GEVIK P, oral i,, YILDIRIM BICER A. Z.

TPID 22. Uluslararasi kongresi, 12 - 15 November 2015

Effect of different additives on mechanical properties of acrylic resin

CEVIK P, YILDIRIM BICER A. Z.

22th International Congress of Turkish Prosthodontics and Implantology Association, Turkey, 12 - 15 November
2015

Effect of Polishing on Color Stability of Provisional Prosthodontic Materials

Duman A. N,, Cevik P., Oral L, Yildirim Biger A. Z.

22th International Congress of Turkish Prosthodontics and Implantology Association (TPID), Antalya, Turkey, 12 -
15 November 2015

Gegici Protez Materyallerin Renk Stabilitesi Uzerinde Polisajin Etkisi Effect of Polishing on Color
Stability of Provisional Prosthetic Materials

DUMAN A. N., CEVIK P., iHSAN 0., YILDIRIM BiCER A. Z.

22. Uluslarasi Tiirk Prostodonti Dernegi Bilimsel Kongresi, Antalya, Turkey, 12 - 15 November 2015

Isik Aslan B Kiigiikkaraca E Ata¢ M S Ugiincii N Yildirim Biger A Z Multidisciplinary Treatment Of A
Young Adult Untreated Unilateral Complete Cleft Lip And Palate Patient 15 19 May 2015 San
Francisco

ISIK ASLAN B, kiigiikkaraca e., ATAC M. S., UCUNCU N., YILDIRIM BICER A. Z.

115th Annual Session of the American Association of Orthodontists., 15 - 19 May 2015

MULTIDISCIPLINARY TREATMENT OF A YOUNG ADULT UNTREATED UNILATERAL COMPLETE CLEFT
LIP AND PALATE PATIENT

ISIK ASLAN B,, ebru k, ATAC M. S, UCUNCU N,, YILDIRIM BiGER A. Z.

American Association of Orthodontists115th Annual Session, 15 - 19 May 2015

Osteotom Teknigi ile Greft Meteryali Kullanilmadan implant Yerlestirilmesi

TUTER G., KIVRAK E,, YILDIRIM BICER A. Z., ALIYEV B, DUMAN A. N,, GUNGOR K.

Tiirk Periodontoloji Dernegi 44. Bilimsel Kongresi, Turkey, 9 - 10 May 2014

A comparison of wear resistance of the composite resin after storing in water

Yildirim A. Z., Karakis D., Dogan A., Mert F.

19th Congress of the BaSS, Belgrade, Serbia, 24 - 27 April 2014

Effect of self and dual-curing on conversion degree and crosslink density of dual-cure build-up
materials

Karakis D., Yildirim A. Z., Dogan A, Koralay H., Cavdar S.

19th Congress of the BaSS, Belgrade, Serbia, 24 - 27 April 2014

Degree of conversion of two dual-cure build-up composites in different polymerization protocols
and light curing units

Karakis D., Yildirim A. Z., Dogan A.

EPA&SSPD, Turku, Finland, 21 - 24 August 2013

A comparison of wear resistance and microhardness of the indirect composite resins after storing
fluid stimulating liquids

Yildirim A. Z., Karakig D., Dogan A.

EPA&SSPD, Turku, Finland, 21 - 24 August 2013

Maxillary primary intraosseous carcinoma arising de novo:a case report



ZOR Z.F., DEMIREL 0., PEKER i, YILDIRIM BICER A. Z.

FDI 2013 101st Annual World Dental Congress, istanbul, Turkey, 28 - 31 August 2013, vol.63, pp.282-283
XXVIII. Application of Fixed Implant supported Prosthesis in a Partially Edentulous Patient case report

Ozkan Ata S., YILDIRIM BICER A. Z.

33rd Annual Congress European Prosthodontic Association, Innsbruck, Austria, 1 - 03 October 2009
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YILDIRIM A. Z., ORAL F,, Project Supported by Higher Education Institutions, Ag1z Gargaralarinin CAD /CAM Seramik
Sistemlerindeki Iyon Salinimlarina ve Yiizey Piiriizliiliigiine Etkisinin Degerlendirilmesi, 2021 - 2023

YILDIRIM A. Z., S6nmez A., Project Supported by Higher Education Institutions, Monolitik zirkonya seramik sistemlerinin
optik 6zellikleri iizerine yaslandirmanin etkisinin degerlendirilmesi, 2021 - 2022

CEVIK P., YILDIRIM A. Z., Project Supported by Higher Education Institutions, Farkl yiizey islemlerinin PEEK ile
maksillofasiyal silikon elastomerin baglanma dayanimina etkisi, 2020 - 2022

Yidirim A. Z,, Unver S., Project Supported by Higher Education Institutions, Protez Temizleme Soliisyonlarinin Protez
Kaide Materyallerinde Renk, Yiizey Piiriizliiliigii ve Yiizey Sertligine Etkisi, 2019 - 2020

Yildirm A. Z., Unver S., Project Supported by Higher Education Institutions, GUCLENDIRILMi$ POLIAMID REZIN
MATERYALINiN BUKULME DAYANIMININ VE DINAMIK MEKANIK OZELLIKLERININ DEGERLENDIRILMESI, 2018 - 2019
Tiiter G., Kurtis M. B,, Yildirim A. Z., Serdar M. A, Duman A. N,, Aliyev B,, Kivrak E.,, Tastan Z., Project Supported by Higher
Education Institutions, Peri implant Oluk Sivis1 IL 1 ve Kemik Alkalen Fosfataz BALP Seviyelerinin Sigara Iigen ve igmeyen
Hastalarda Degerlendirilmesi, 2012 - 2016

Yildirim A. Z,, Tiiter G., Project Supported by Higher Education Institutions, Peri implant oluk sivis1 IL 113 ve kemik alkalen
fosfataz BALP seviyelerinin sigara icen ve icmeyen hastalarda degerlendirilmesi, 2012 - 2016

Tasks In Event Organizations

Atasoy Ulusoy 0. I, Cankal D. A, Giiltekin S. E., Peker I, Tortop T., Ak¢a G., Atabek D., Yildirim A. Z., Akgiil S., Gazi
University Faculty of Dentistry International Virtual Symposium Contemporary Approaches in Dental Clinical Practice,
Scientific Congress, Ankara, Turkey, Nisan 2021
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